
 
 

 

 

Permeation times for glove TEGERA® 836 

according to EN 374-3:2003 

 
 

 

Code Chemical CAS Minutes 
Performance 

level 

Tested by 

Notified Body 

A Methanol 67-56-1 <1 0 0321 

K Sodium hydroxide, 40 % 1310-73-2 >480 6 0321 

L Sulphuric acid 96% 7664-93-9 17 1 0321 

 Hydrochloric acid 37% 7647-01-0 364 5 0321 

 Isopropyl alcohol 67-63-0 31 2 0120 

 Methyl ethyl ketone  78-93-3 <1 0 0120 

 Nitric acid 70% 7697-37-2 33  2 0321 

 Trichloroethylene 79-01-6 <1 0 0120 
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